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Attn: Mr. Michael Rosenberg Ref: Lab File # RA-0502-1A-C-17C

1. SAMPLE(S):

One (1) sealed, 500 ml container of Even Better Board Adhesive

2. ANALYSIS PERFORMED:

Volatile Organic Compound (VOC) Content using EPA Method 24

3. RESULTS:

Volatile Organic Compound (VOC) Content using EPA Method 24

Sample: Even Better Board Adhesive

Density Total Volatile Content Total Water Content vVOC
(g/ml) (% wiw)* (% wiw)* lbs/gal  g/litre
1.1.1114 16.92 16.82 0.01 1
2.1.1114 16.90 16.80 0.01 1
AVG 1.1114 16.91 16.81 0.01 1
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