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Attn: Mr. Michael Rosenberg

1. SAMPLE(S):

One (1) sealed, 500 ml container of Even Better Acoustical Coating

2. ANALYSIS PERFORMED:

Determination of Volatile Organic Compound (VOC) of Paints and Related Coatings-

ASTM D3960

3. RESULTS:

Determination of Volatile Organic Compound (VOC) of Paints and Related Coatings-

ASTM D3960

Sample: Even Better Acoustical Coating

Density Total Volatile Content  Total Water Content
(g/ml) (% wiw)* (% w/w)*
1.1.2392 58.99 58.94
2.1.2392 58.96 58.92

AVG 1.2392 58.98 58.93
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