November 6, 2014

Fellert Acoustical Ceilings AB
Krykangsgatan 6

503 38 BORAS

Sweden

Attn: Mr. Michael Rosenberg Ref: Lab File # RA-1106-1A-B-14
1. SAMPLE(S):

Two (2) sealed 500 ml containers of adhesives;
Even Better Board Adhesive.

2. ANALYSIS PERFORMED:

Volatile Organic Compound (VOC) Content using EPA Method 24

3. RESULTS:

Volatile Organic Compound (VOC) Content using EPA Method 24

Density Total Volatile Content Total Water Content VOC
(g/ml) (% wiw)* (% wiw)* Ibs/gal  g/litre
1. 1.2811 35.43 35.33 0.02 ¥
2.1.2811 3543 3533 0.02 2
AVG 1.2811 35.43 35.33 0.02 2

i)

Robert A. Haffné/r
Chief Analytical Chemlst/Englneer
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